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Data: 27/10/2006
Date:

Tested element: SGGPLANILUX4(12)SGGPLANILUX 8

Sample surface area
Volume of receiving room
Volume of source room

FREQ. R
Hz dB
100 24,1
125 28,4
160 26,0
200 23,6
250 22,8
315 24,5
400 27,2
500 31,4
630 35,8
800 37,6
1000 40,7
1250 39,6
1600 39,6
2000 42,0
2500 43,7
3150 42,7
4000 45,8
5000 47,9

1,9 m?
86 m®
98 m®

60
50
pNy
= 40 A
A Vr
x -
‘U &
£ v
§ 30 L //
g .
g \\ /
T I~
=
& 20+
10
0
100 200 400 800 1600 3150
Frequency (Hz)
Tested element = = = = IS0 717-1

Rating according to ISO 717-1 (in the band 100 +3150 Hz) based on laboratory measurements:
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